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CUSTOMER NAME: GUIXI ZHONGAN COPPER CO., LTD     

ADDRESS: SOUTH OF NO.18 ROAD & WEST OF NO.9 ROAD  OF COPPER 

INDUSTRY RECYCLING BASE ,GUIXI ECONOMIC DEVELOPMENT 

ZONE ,YINGTAN CITY,JIANGXI PROVINCE     

Sample Name : Microcrystalline phosphorus copper ball

Other Information : phosphor copper ball

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client.

***********
SGS Ref. No. : GZP25-027185

Date of Receipt : 2025-09-22

Testing Period : 2025-09-22 ~ 2025-10-14

Test result(s)   : For further details, please refer to the following page(s)
(Unless otherwise stated the results shown in this test report refer only 
to the sample(s) tested)

Signed for
SGS-CSTC Standards Technical 
Services Co., Ltd. Guangzhou 
Branch.

Shining Chan
Authorized signatory
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Chemical Composition Analysis

Element Test Method Result 001 (%)

S Reference to GB/T 5121.4-2008 ＜0.001

Ag GB/T 5121.27-2008 0.0011
As GB/T 5121.27-2008 ＜0.001

Te GB/T 5121.27-2008 ＜0.001

Zn GB/T 5121.27-2008 ＜0.001

Al GB/T 5121.27-2008 ＜0.001

Bi GB/T 5121.27-2008 ＜0.001

Cd GB/T 5121.27-2008 ＜0.001

Fe GB/T 5121.27-2008 ＜0.001

Mn GB/T 5121.27-2008 ＜0.001

Ni GB/T 5121.27-2008 ＜0.001

P GB/T 5121.27-2008 0.044

Pb GB/T 5121.27-2008 ＜0.001

Sb GB/T 5121.27-2008 ＜0.001

Sn GB/T 5121.27-2008 ＜0.001

Si GB/T 5121.27-2008 ＜0.001
Se GB/T 5121.27-2008 ＜0.001

Be GB/T 5121.27-2008 ＜0.001

Co GB/T 5121.27-2008 ＜0.001
Cr GB/T 5121.27-2008 ＜0.001

Cu Reference to GB/T 5121.1-2008 99.95
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Sample Photo

Note: The test report shall only be used for clients’ scientific research, teaching, internal quality control, 
product research and development, etc… and just for internal reference.

********End of report********
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